
CERTIFICATE OF ANALYSIS

PRODUCT : BRUCITE POWDER

WE HAVE INSPECTED THE QUALITY OF THE ABOVE MENTIONED GOODS AND FOUND THE RESULT OF
INSPECTION AS FOLLOWS:

ITEMS STANDARD
RESULTS

BATCH NO.
20220328

BATCH NO.
20220329

BATCH NO.
20220330

BATCH NO.
20220331

C-MgO 60% Min 62.26% 62.19% 62.91% 62.62%

CaO 6% Max 1.51% 1.56% 1.45% 1.51%

Fe2O3 1.5% Max 0.26% 0.28% 0.26% 0.28%

Al2O3 1% Max 0.06% 0.07% 0.07% 0.08%

SiO2 12% Max 2.31% 2.19% 1.91% 1.87%

LOI 40% Max 33.60% 33.71% 33.40% 33.64%

Size 60 mesh

CONCLUSION CONFORM TO STANDARD

QUALITY CONTROL DEPT. MANAGER: L. Ma


